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Test Report

Statement
1.This report is invalid without company’s special seal for testing on the assigned page.

2.This report is invalid without an authorized person’s signature.

3.This report is invalid if altered.

4.Only the Client is authorized to permit copying or distribution of this report and then only in its

entirety. Don’t copy this report in partial without any official approval in written by our

company. This report is invalid without re-stamping the special seal for testing in copying report.

5.This report is for the exclusive use of Intertek's Client and is provided pursuant to the

agreement between Intertek and its Client. Intertek's responsibility and liability are limited to

the terms and conditions of the agreement. Intertek assumes no liability to any party, other than

to the Client in accordance with the agreement, for any loss, expense or damage occasioned by

the use of this report. Any use of the Intertek name or one of its marks for the sale or

advertisement of the tested material, product or service must first be approved in writing by

Intertek. The observations and test results in this report are relevant only to the sample(s)

tested. This report by itself does not imply that the material, product, or service is or has ever

been under an Intertek certification program.

6.Except for the obligation, responsibility and liability (if any) for the appropriateness and

professionality of afore-mentioned testing itself within the scope and amount of the testing fee

received, Intertek does not and will not accept any other obligation or liability.

7.If the Client has any questions about the test results, Intertek B&C should be informed within

the storage period of the samples. The sample storage period ends 5 working days after the

offical report issue date. Samples of certification program are retained for the period required

by the certification rules. The samples storage period shall be calculated according to the issue

date of the original report in the case of quoting results and modifying reports.

8.Intertek B&C will service this report for the entire test record retention period. The test record

retention period ends 6 years after this report original issue date. The test record retention

period for certification program is 10 years. Test records and other pertinent project

documentation will be retained for the entire test record retention period.

9.The report was digital signed by Shang Hai, Intertek Group plc, please using Adobe Acrobat

Reader to verify the authenticity.
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Attn: Carl Cao

Test Type： Performance test, samples provided by the applicant.

 Product Name WATERPROOF LAMINATE FLOORING Brand Ikebana Collection

Intertek Testing Services Shenzhen Ltd. Shanghai Fengxian Branch

Plant 5, No. 6958 Daye Road, Fengxian District, Shanghai, China

Tel: +86 21-61136116      Fax: 021-61189921

Website: www.intertek.com

Test Report

Applicant: LINCO ENTERPRISES / NEXXACORE

Address: 13626 MONTE VISTA AVE, STE B, CHINO, CA 91710

Intertek Report No. 231109003SHF-0012023-11-14Issue Date:

Title: Reviewer Title: Project Engineer

/

The samples were tested according to the above standards, and the results are shown in the

following page.

Report Authorized

Specification

Standard

Test Conclusion

Name: Flora Fan Name:

Note:

1.This report does not involve sampling. The report only reflects conformity of the tested items of the samples provided by the

testing applicant. Representativeness and authenticity of the submitted samples are responsibilities of the testing applicant.

Roger Chen

Test Methods And Standards

 Test Standard

Model

Product Information

Sample ID Specification

With reference to CPSC-CH-C1001-09.4

1  pc

2023-11-08

Sample

Description
Good Condition

Sample Amount

Received Date

S231109003SHF.001 40-100-2001 Freedom 72.25"X9.3"X15MM
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231109003SHF-001

Test Report

Issue Date: 2023-11-14 Intertek Report No. 

Test Items, Method and Results:

Test Item: Phthalate Content Test

Test Method: With reference to CPSC-CH-C1001-09.4, by Gas Chromatography-Mass Spectrometry (GC-MS) analysis.

No. Test Item Cas No. Test Result (mg/kg)

1 Di-butyl phthalate (DBP) 84-74-2 ND

2 Di(2-ethyl hexyl) phthalate (DEHP) 117-81-7 ND

3 Benzyl butyl phthalate (BBP) 85-68-7 ND

4 Di-iso-nonyl phthalate (DINP) 28553-12-0 ND

5 Di-n-octyl phthalate (DNOP) 117-84-0 ND

6 Di-iso-decyl phthalate (DIDP) 26761-40-0 ND

7 Di-iso-butyl phthalate (DIBP) 84-69-5 ND

8 Di-n-pentyl phthalate (DnPP/DPENP) 131-18-0 ND

9 Di-cyclohexyl phthalate (DCHP) 84-61-7 ND

10 Di-ethyl phthalate (DEP) 84-66-2 ND

11 Di-nonyl phthalate (DNP) 84-76-4 ND

12 Di-methyl phthalate (DMP) 131-11-3 ND

13 Di-propyl phthalate (DPrP) 131-16-8 ND

14 Di-(iso-octyl) phthalate (DIOP) 27554-26-3 ND

Note:

1. Detection limit = 100 mg/kg

2. ND = Not detected (less than the detection limit)

3. Test location: Central Chemical Lab of Intertek Testing Services Ltd., Shanghai

    Address: 4-5/F., Block C, No.1218, Wanrong Road, Jing'an District, Shanghai

15 Diphenyl phthalate (DPhP) 84-62-8 ND

16 Dibenzyl phthalate (DBzP) 523-31-9 ND
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Appendix A: Sample Received Photo
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